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Memorandum 
 

To: Kimberly N. Tisa, United States Environmental Protection Agency 
From: David M. Sullivan, LSP, CHMM, TRC Environmental Corporation 
Subject: Residential Foundation Sampling Results 

Acquired Residential Properties 
New Bedford, Massachusetts 

Date: May 18, 2010 
CC: Scott Alfonse, City of New Bedford, Department of Environmental Stewardship 

Cheryl Henlin, City of New Bedford, Department of Environmental Stewardship 
Molly Cote, Massachusetts Department of Environmental Protection 
John Mulhall, Malcolm Beeler, TRC Environmental Corporation 

 
The purpose of this memorandum is to transmit the tabulated polychlorinated biphenyl (PCB) data 
obtained from the foundation sampling effort conducted at the Acquired Residential Properties in New 
Bedford, Massachusetts.  The Acquired Residential Properties include the following: 
 

 101 Greenwood Street 
 102 Greenwood Street 
 111 Greenwood Street 
 98 Ruggles Street 
 108 Ruggles Street 
 118 Ruggles Street 

 
TRC Environmental Corporation (TRC) performed sampling of concrete and exterior foundation 
foam insulation from the subgrade foundations of these residences per the City of New Bedford’s 
February 17, 2010 letter to the United States Environmental Protection Agency.  Sampling was 
conducted between March  8, 2010 and April 1, 2010. 
 
The data collected are summarized on the enclosed Tables 1 through 6.  Note that the designation “C” 
in the sample identification denotes concrete, “F” denotes foam board, and “S” denotes soil.  The 
approximate sampling locations are illustrated in Figure 1 and Figure 2. 
 
Eight concrete samples, all from 102 Greenwood Street, had PCB concentrations greater than 1 
milligram per kilogram (mg/kg).  The PCB detections greater than 1 mg/kg ranged in concentration 
from 1.25 mg/kg to 182 mg/kg.  TRC conducted supplemental sampling of concrete in four locations 
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approximately 0.5 feet above the soil grade in the vicinity of these detections and all results above the 
soil grade were non-detect. 
 
Four foundation exterior foam samples collected from 118 Ruggles Street detected PCBs at 
concentrations above 1 mg/kg.  The concentrations in these foam samples ranged from 1.26 mg/kg to 
2.88 mg/kg.  Adjacent soil samples collected from three locations detected PCBs at concentrations 
ranging from 1 mg/kg to 5.89 mg/kg.  All concrete samples collected from 118 Ruggles Street were 
non-detect. 
 
PCBs were not detected in any other samples collected from concrete above 1 mg/kg. 
 
Note that TRC also sampled the foundation coatings found on the exterior of the foundations for 
asbestos content.  The foundation coating does not contain asbestos. 
 
We look forward to discussing the results with you at your earliest convenience. 







Table 1
Summary of PCB Results for Concrete Samples -- March 2010

101 Greenwood Street
New Bedford, Massachusetts

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0752 U 0.0500 U 0.0751 U 0.0500 U 0.0667 U 0.0500 U 0.0812 U 0.0500 U 0.0657 U 0.0576 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0752 U 0.0500 U 0.0751 U 0.0500 U 0.0667 U 0.0500 U 0.0812 U 0.0500 U 0.0657 U 0.0576 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0752 U 0.0500 U 0.0751 U 0.0500 U 0.0667 U 0.0500 U 0.0812 U 0.0500 U 0.0657 U 0.0576 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0752 U 0.0500 U 0.0751 U 0.0500 U 0.0667 U 0.0500 U 0.0812 U 0.0500 U 0.0657 U 0.0576 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0752 U 0.0500 U 0.0751 U 0.0500 U 0.0667 U 0.0500 U 0.0812 U 0.0500 U 0.0657 U 0.0576 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.106 J 0.256 J 0.235 J 0.241 J 0.591 J 0.444 J 0.0500 U 0.204 J 0.0500 U 0.0763 J 0.0576 U 0.0703 J 0.0500 U 0.0500 U 0.133 J 0.0500 U
Aroclor 1260 1 0.0500 U 0.0752 U 0.0500 U 0.0751 U 0.132 J 0.0921 J 0.0500 U 0.0812 U 0.0500 U 0.0657 U 0.0576 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.106 J 0.256 J 0.235 J 0.241 J 0.723 J 0.5361 J 0.0500 U 0.204 J 0.0500 U 0.0763 J 0.0576 U 0.0703 J 0.0500 U 0.0500 U 0.133 J 0.0500 U

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0728 J 0.115 J 0.211 J 0.255 J 0.118 J 0.506 J 0.174 J 0.445 J 0.541 J 0.553 J 0.127 J 0.137 J 0.183 J 0.390 J
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0728 J 0.115 J 0.211 J 0.255 J 0.118 J 0.506 J 0.174 J 0.445 J 0.541 J 0.553 J 0.127 J 0.137 J 0.183 J 0.390 J

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0941 J 0.0810 J 0.116 J 0.0865 J 0.0500 U 0.135 J 0.176 J 0.148 J
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0941 J 0.0810 J 0.116 J 0.0865 J 0.0500 U 0.135 J 0.176 J 0.148 J

Notes:
mg/kg - milligrams per kilogram or parts per million (ppm).
J - Estimated value.
U - Compound was not detected at specified quantitation limit.
UJ - Estimated non-detect.
Values in Bold indicate the compound was detected.

Values shown in Bold and shaded type exceed one or more of 

the listed criteria.
PCBs - Polychlorinated Biphenyls.
TSCA - Toxic Substances Control Act criteria.
(a) - Sample of concrete was from 0.5 feet above the ground surface.
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Table 2
Summary of PCB Results for Concrete Samples -- March and April 2010

102 Greenwood Street
New Bedford, Massachusetts

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.200 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.200 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.200 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.200 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.200 U 0.0500 U
Aroclor 1254 1 0.143 J 0.139 J 0.252 J 0.189 J 0.266 J 0.275 J 0.332 J 0.146 J 0.0782 J 0.0743 J 0.758 J 0.117 J 0.180 J 0.263 J 0.329 J 4.79 J 0.0500 U
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.200 U 0.0500 U

Total PCBs 1 0.143 J 0.139 J 0.252 J 0.189 J 0.266 J 0.275 J 0.332 J 0.146 J 0.0782 J 0.0743 J 0.758 J 0.117 J 0.180 J 0.263 J 0.329 J 4.79 J 0.0500 U

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.150 U 0.500 U 0.0500 U 1.00 U 4.50 U 0.0500 U 0.500 U 2.00 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.150 U 0.500 U 0.0500 U 1.00 U 4.50 U 0.0500 U 0.500 U 2.00 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.150 U 0.500 U 0.0500 U 1.00 U 4.50 U 0.0500 U 0.500 U 2.00 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.150 U 0.500 U 0.0500 U 1.00 U 4.50 U 0.0500 U 0.500 U 2.00 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.150 U 0.500 U 0.0500 U 1.00 U 4.50 U 0.0500 U 0.500 U 2.00 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 5.39 J 12.4 J 0.0500 U 32.9 J 182 J 0.0500 U 10.1 J 81.3 J 0.0500 U 0.703 J 0.633 J 0.239 J 1.25 J 0.485 J 0.769 J 0.402 J
Aroclor 1260 1 0.150 U 0.500 U 0.0500 U 1.00 U 4.50 U 0.0500 U 0.500 U 2.00 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 5.39 J 12.4 J 0.0500 U 32.9 J 182 J 0.0500 U 10.1 J 81.3 J 0.0500 U 0.703 J 0.633 J 0.239 J 1.25 J 0.485 J 0.769 J 0.402 J

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0660 J 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0836 J
Aroclor 1260 1 0.0500 U 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0660 J 0.0500 UJ 0.0500 U 0.0500 U 0.0500 U 0.0836 J

Notes:
mg/kg - milligrams per kilogram or parts per million (ppm).
J - Estimated value.
U - Compound was not detected at specified quantitation limit.
UJ - Estimated non-detect.
Values in Bold indicate the compound was detected.

Values shown in Bold and shaded type exceed one or more of 

the listed criteria.
PCBs - Polychlorinated Biphenyls.
TSCA - Toxic Substances Control Act criteria.
(a) - Sample of concrete was from 0.5 feet above the ground surface.
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Table 3
Summary of PCB Results for Concrete Samples -- March 2010

111 Greenwood Street
New Bedford, Massachusetts

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0850 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Notes:
mg/kg - milligrams per kilogram or parts per million (ppm).
J - Estimated value.
U - Compound was not detected at specified quantitation limit.
UJ - Estimated non-detect.
Values in Bold indicate the compound was detected.

Values shown in Bold and shaded type exceed one or more of 

the listed criteria.
PCBs - Polychlorinated Biphenyls.
TSCA - Toxic Substances Control Act criteria.
(a) - Sample of concrete was from 0.5 feet above the ground surface.
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Table 4
Summary of PCB Results for Concrete Samples -- March 2010

98 Ruggles Street
New Bedford, Massachusetts

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0801 J 0.239 J 0.0500 U 0.0987 J 0.0500 U 0.115 J 0.0500 U 0.0500 U 0.0646 J 0.217 J 0.118 J 0.248 J 0.170 J 0.404 J 0.253 J 0.291 J
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0801 J 0.239 J 0.0500 U 0.0987 J 0.0500 U 0.115 J 0.0500 U 0.0500 U 0.0646 J 0.217 J 0.118 J 0.248 J 0.170 J 0.404 J 0.253 J 0.291 J

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0619 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0619 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0619 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0619 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0619 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.375 J 0.217 J 0.181 J 0.161 J 0.277 J 0.255 J 0.109 J 0.256 J 0.156 J 0.102 J 0.117 J 0.303 J 0.195 J 0.0500 U 0.0500 U 0.0903 J
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0619 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.375 J 0.217 J 0.181 J 0.161 J 0.277 J 0.255 J 0.109 J 0.256 J 0.156 J 0.102 J 0.117 J 0.303 J 0.195 J 0.0500 U 0.0500 U 0.0903 J

Notes:
mg/kg - milligrams per kilogram or parts per million (ppm).
J - Estimated value.
U - Compound was not detected at specified quantitation limit.
UJ - Estimated non-detect.
Values in Bold indicate the compound was detected.

Values shown in Bold and shaded type exceed one or more of 

the listed criteria.
PCBs - Polychlorinated Biphenyls.
TSCA - Toxic Substances Control Act criteria.
(a) - Sample of concrete was from 0.5 feet above the ground surface.

3/17/20103/17/2010 3/17/2010 3/17/2010 3/17/2010 3/17/2010 3/17/2010

3/18/2010

3/17/2010 3/17/2010 3/17/2010 3/17/2010 3/17/2010 3/17/2010 3/17/20103/17/2010

3/18/2010 3/18/20103/17/2010
1-2

3/17/2010

3/18/2010 3/18/20103/17/2010 3/17/2010 3/17/2010 3/18/2010 3/18/2010 3/18/2010
0-1 1-2 0-1

3/17/2010 3/17/2010 3/17/2010 3/17/2010

1-2 0-1

0-1

1-2 0-1 1-2 0-1 1-2

0-1 1-2 1-21-2 0-1 1-2 0-1 1-2 0-1 1-2 0-1

0-1 1-2 0-1 1-2
RD-71-C RD-72-C RD-73-C RD-74-C RD-79-C

RD-80-C

RD-75-C RD-76-C RD-77-C RD-78-C

RD-87-CRD-81-C RD-82-C RD-83-C RD-84-C RD-85-C RD-86-C

0-10-1 1-2 0-1 0-1
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Table 5
Summary of PCB Results for Concrete Samples -- March 2010

108 Ruggles Street
New Bedford, Massachusetts

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0722 J 0.0500 U 0.0500 U 0.0500 U 0.0642 J 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0500 U 0.0722 J 0.0500 U 0.0500 U 0.0500 U 0.0642 J 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Notes:
mg/kg - milligrams per kilogram or parts per million (ppm).
J - Estimated value.
U - Compound was not detected at specified quantitation limit.
UJ - Estimated non-detect.
Values in Bold indicate the compound was detected.

Values shown in Bold and shaded type exceed one or more of 

the listed criteria.
PCBs - Polychlorinated Biphenyls.
TSCA - Toxic Substances Control Act criteria.
(a) - Sample of concrete was from 0.5 feet above the ground surface.

3/12/2010 3/12/2010 3/12/2010 3/12/2010 3/12/2010

3/17/2010

3/16/2010 3/16/2010 3/16/2010

3/16/2010 3/16/2010 3/16/2010 3/16/2010

3/16/2010

3/16/2010 3/16/2010 3/16/2010

Field Dup Field Dup

3/17/2010 3/17/20103/16/2010 3/16/2010 3/16/2010 3/16/2010 3/16/2010 3/17/2010

3/12/2010 3/16/2010

3/16/2010 3/16/2010

3/16/2010 3/16/2010 3/16/2010 3/16/2010 3/16/2010
1-2

0-1 1-2

0-1 1-21-2 0-1

RD-70-C
0-11-2

0-1 1-2 0-1 1-2

0-1

1-2 0-1

0-1 1-2
RD-67-C RD-68-CRD-64-C RD-65-C RD-66-C

1-21-2 0-1 0-1 0-1 1-20-1

RD-56-C
0-11-2

RD-63-CRD-61-C RD-62-C
0-1 1-2 0-1 1-2

0-1 0-1 1-2

RD-69-C

RD-57-C RD-58-C RD-59-C RD-60-CRD-54-C RD-55-C
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Table 6
Summary of PCB Results for Concrete, Foam and Soil Samples -- March and April 2010

118 Ruggles Street
New Bedford, Massachusetts

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.197 U 0.0500 U 0.747 U 0.0500 U 0.272 U 0.0588 UJ 0.0500 U 0.412 U 0.0500 U 0.343 U 0.0572 UJ 0.0500 U 0.0885 U 0.0594 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.197 U 0.0500 U 0.747 U 0.0500 U 0.272 U 0.0588 UJ 0.0500 U 0.412 U 0.0500 U 0.343 U 0.0572 UJ 0.0500 U 0.0885 U 0.0594 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.197 U 0.0500 U 0.747 U 0.0500 U 0.272 U 0.0588 UJ 0.0500 U 0.412 U 0.0500 U 0.343 U 0.0572 UJ 0.0500 U 0.0885 U 0.0594 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.197 U 0.0500 U 0.747 U 0.0500 U 0.272 U 0.0588 UJ 0.0500 U 0.412 U 0.0500 U 0.343 U 0.0572 UJ 0.0500 U 0.0885 U 0.0594 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.197 U 0.0500 U 0.747 U 0.0500 U 0.272 U 0.0588 UJ 0.0500 U 0.412 U 0.0500 U 0.343 U 0.0572 UJ 0.0500 U 0.0885 U 0.0594 U 0.0500 U
Aroclor 1254 1 0.0500 U 0.583 J 0.0500 U 0.747 U 0.0500 U 1.26 J 0.806 J 0.0500 U 2.88 J 0.0500 U 1.62 J 1.12 J 0.0500 U 0.0885 U 0.0594 U 0.0500 U
Aroclor 1260 1 0.0500 U 0.197 U 0.0500 U 0.747 U 0.0500 U 0.272 U 0.194 J 0.0500 U 0.412 U 0.0500 U 0.343 U 0.0572 UJ 0.0500 U 0.0885 U 0.0594 U 0.0500 U

Total PCBs 1 0.0500 U 0.583 J 0.0500 U 0.747 U 0.0500 U 1.26 J 1.00 J 0.0500 U 2.88 J 0.0500 U 1.62 J 1.12 J 0.0500 U 0.0885 U 0.0594 U 0.0500 U

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.116 U 0.0500 U 0.0796 U 0.0500 U R 0.0500 U R 0.203 UJ 0.0500 U 0.107 U 0.0500 U R 0.0500 U R 0.0500 U 0.217 U

Aroclor 1221 1 0.116 U 0.0500 U 0.0796 U 0.0500 U R 0.0500 U R 0.203 UJ 0.0500 U 0.107 U 0.0500 U R 0.0500 U R 0.0500 U 0.217 U
Aroclor 1232 1 0.116 U 0.0500 U 0.0796 U 0.0500 U R 0.0500 U R 0.203 UJ 0.0500 U 0.107 U 0.0500 U R 0.0500 U R 0.0500 U 0.217 U
Aroclor 1242 1 0.116 U 0.0500 U 0.0796 U 0.0500 U R 0.0500 U R 0.203 UJ 0.0500 U 0.107 U 0.0500 U R 0.0500 U R 0.0500 U 0.217 U
Aroclor 1248 1 0.116 U 0.0500 U 0.0796 U 0.0500 U R 0.0500 U R 0.203 UJ 0.0500 U 0.107 U 0.0500 U R 0.0500 U R 0.0500 U 0.217 U
Aroclor 1254 1 0.511 J 0.0500 U 0.507 J 0.0500 U 0.606 J 0.0500 U 1.26 J 5.89 J 0.0500 U 0.107 U 0.0500 U 0.494 J 0.0500 U 0.544 J 0.0500 U 0.651 J
Aroclor 1260 1 0.116 U 0.0500 U 0.0796 U 0.0500 U R 0.0500 U R 0.203 UJ 0.0500 U 0.107 U 0.0500 U R 0.0500 U R 0.0500 U 0.217 U

Total PCBs 1 0.511 J 0.0500 U 0.507 J 0.0500 U 0.606 J 0.0500 U 1.26 J 5.89 J 0.0500 U 0.107 U 0.0500 U 0.494 J 0.0500 U 0.544 J 0.0500 U 0.651 J

Sample ID:
Analysis Analyte Sample Depth (ft.):

Sample Date:
TSCA

PCBs
(mg/kg) Aroclor 1016 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Aroclor 1221 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1232 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1242 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1248 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U
Aroclor 1254 1 0.0500 U 0.0500 U 0.0800 J 0.0861 J
Aroclor 1260 1 0.0500 U 0.0500 U 0.0500 U 0.0500 U

Total PCBs 1 0.0500 U 0.0500 U 0.0800 J 0.0861 J

Notes:
mg/kg - milligrams per kilogram or parts per million (ppm).
J - Estimated value.
U - Compound was not detected at specified quantitation limit.
UJ - Estimated non-detect.
Values in Bold indicate the compound was detected.

Values shown in Bold and shaded type exceed one or more of 

the listed criteria.
PCBs - Polychlorinated Biphenyls.
TSCA - Toxic Substances Control Act criteria.
(a) - Sample of concrete was from 0.5 feet above the ground surface.

Field DupField Dup

3/12/2010 3/12/20103/11/2010 3/11/2010 3/11/2010 3/12/2010 3/12/2010 3/12/2010

3/11/20104/1/2010

3/11/2010 3/11/2010 3/11/2010 3/11/2010

3/12/2010 3/12/2010 3/12/2010 3/12/2010

3/11/2010 3/11/2010

3/12/20103/11/2010

3/11/20103/11/2010 3/11/2010
1

3/11/2010

3/11/2010 3/11/2010 3/11/2010
1 1 1 1

3/11/2010

3/11/20103/11/2010 3/11/2010 3/11/20104/1/2010 3/11/2010

1 1 11 1

0-1 1-2 1-2

1 1 1

1 1

0-1

1
RD-47-C RD-48-C

RD-38-C RD-40-S RD-42-S

RD-46-F

RD-38-F RD-39-F RD-40-F RD-41-F

RD-45-F RD-46-C

RD-39-C RD-40-C RD-41-C RD-42-F

RD-47-F
1 1

RD-48-S
1 1 11 1

1 1 1 11 1

1

11

RD-52-FRD-52-CRD-51-FRD-49-C RD-50-C

RD-53-C

RD-42-C RD-43-C RD-43-F RD-44-C RD-45-C
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